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Catalysis

Article: Taken from Chemistry Review magazine, published by 
Philip Allan, February 2014, pages 21–25.

In this article, we look at examples of homogeneous catalysis 
and the variety of catalysts employed in polymerisation reactions 
to produce polymers with specific structures and physical 
properties.

‘Heterogeneous’ catalysts are widely used in industry: they are 
in a different phase to the reactants and products so are easily 
removed from the products. Disadvantages of using certain 
heterogeneous catalysts are that they are not always specific in 
terms of the reactions they promote and can produce unwanted 
by-products. ‘Homogeneous’ catalysts are in the same phase as 
the reactants. This article will discuss some of their roles and 
their inherent advantages and disadvantages.

Homogeneous catalysis

Homogeneous catalysts are used less frequently in industry 
than heterogeneous catalysts, as on completion of the reaction 
they have to be separated from the products, a process that can 
be expensive. However, there are several important industrial 
processes that are catalysed homogeneously, often using an 
acid or base (TABLE 1 opposite).
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One example is in the manufacture of ethane-1,2-diol (ethylene 
glycol, used in antifreeze and as an intermediate in the 
manufacture of polyesters) from epoxyethane, where the catalyst 
is a trace of acid (FIG. 1). In the mechanism for this reaction a 
hydrogen ion is added at the start and lost at the end. This ion 
functions as a catalyst.

FIG. 1 A mechanism for the formation of ethane-1,2-diol from 
epoxyethane

H H + H+
CC

O

H2O
H H

H HCC

H H

H2O+ OH
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H H

OH OH

H HCC

O+

H

H

H

 H+
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Two other examples are concerned with the production of 
2,2,4-trimethylpentane from 2-methylpropene, again using 
an acid as the catalyst. One method uses 2-methylpropane 
(TABLE 1), which yields the alkane in a one-step process. The 
other method uses only 2-methylpropene:

The mechanism of the reaction also involves the addition of a 
hydrogen ion, from aqueous sulfuric acid, to a reactant (FIG. 2).

The alkene is hydrogenated (using nickel as the catalyst) to 
2,2,4-trimethylpentane (isooctane, FIG. 3).

2,2,4-trimethylpentane is often added to petrol to enhance its 
anti-knock properties, now that methyl t-butyl ether (MTBE) is 
being phased out.
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FIG. 2 Part of a mechanism for the formation of 
2,4,4-trimethylpent-2-ene from 2-methylpropene
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FIG. 3 The hydrogenation of 2,4,4-trimethylpent-2-ene to 
2,2,4-trimethylpentane
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Catalysts for polymerisation reactions

Ziegler–Natta catalysts

Ziegler–Natta catalysts are organometallic compounds prepared 
from titanium compounds with an aluminium trialkyl, which acts 
as a promoter (FIG. 4).

FIG. 4 Trialkylaluminium (R = alkyl group, –(CnH2n+1))

RR

R

Al

The alkyl groups used include ethyl, hexyl and octyl. Their use 
makes the polymer molecule ‘grow’ in a linear, unbranched 
fashion, which makes its properties different from that of 
branched polymer molecules.

Not only do Ziegler-Natta catalysts allow for linear polymers to be 
produced, they can also give stereochemical control. Propene, for 
example, could polymerise in three ways (even if linear) to produce 
‘isotactic’ (where all the substituted carbons have the same 
stereochemical configuration), ‘syndiotactic’ (where the substituted 
carbons have alternating stereochemical configurations) or ‘atactic’ 
(where the stereochemistry of the carbons along the chain is 
random) poly(propene) (FIG. 5).
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FIG. 5 Molecular structures of poly(propene)

Isotactic poly(propene)

Syndiotactic poly(propene)

Atactic poly(propene)

The different stereochemical forms of poly(propene) have 
different properties. Isotactic poly(propene) is strong, hard 
and has excellent resistance to stress and cracking. The 
atactic form is a soft and rubbery polymer. However, the 
Ziegler–Natta catalyst only allows the propene to react so that 
isotactic poly(propene) is produced. Even greater control of 
the polymerisation is obtained using a new class of catalysts, 
the ‘metallocenes’. Using a metallocene catalyst is the only 
way currently available commercially for the production of 
syndiotactic poly(propene). Atactic poly(propene) can be formed 
by the radical polymerisation of propene.
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Radical polymerisation

Many polymers are produced using radical initiators, which act 
as catalysts (TABLE 2 opposite).
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For example, the polymerisation of chloroethene to 
poly(chloroethene) is started by warming it with a minute trace of 
a peroxide (R–O–O–R, see FIG. 6 opposite).

These reactions lead to side chains, so that the molecules of 
the polymer cannot pack together in a regular way. Thus the 
branched polymer has a lower melting point and lower density 
than high density poly(ethene) (HDPE), allowing for different 
uses of the two polymers. For example, HDPE can be used to 
make rigid bottles while LDPE is suitable for flexible polythene 
bags.

Looking forward

The search for catalysts will continue to be one of the highest 
priorities for the chemical industry, as it seeks to run processes 
at as low a temperature and as near atmospheric pressure as 
possible, commensurate with a reasonable rate of reaction.

Catalysts are sought that will favour one specific reaction over 
another, thus making the process much more economical. 
The gains from improving catalysts are both financial and 
environmental, leading to lower fuel costs and the reduction of 
harmful waste gases.



13

F
IG

. 6
 A

 m
ec

h
an

is
m

 fo
r 

th
e 

fr
ee

 r
ad

ic
al

 p
o

ly
m

er
is

at
io

n
 o

f 
ch

lo
ro

et
h

en
e 

to
 

p
o

ly
(c

h
lo

ro
et

h
en

e)
.

T
h

e 
re

ac
ti

o
n

 
st

ar
ts

 w
it

h
 t

h
e 

d
ec

o
m

p
o

si
ti

o
n

 
o

f 
th

e 
p

er
ox

id
e.

R
O

O
O

R
2R

T
h

e 
re

su
lt

in
g

 
ra

d
ic

al
s 

ad
d

 t
o

 
m

o
le

cu
le

s 
o

f 
ch

lo
ro

et
h

en
e 

to
 m

ak
e 

n
ew

 
ra

d
ic

al
s.

O
 

+
R

O
R

H
2C

C
H

C
l

C
H

2
C

H

C
l

A
s 

m
o

re
 

ch
lo

ro
et

h
en

e 
m

o
le

cu
le

s 
ar

e 
ad

d
ed

 o
n

e 
at

 a
 

ti
m

e,
 t

h
e 

ch
ai

n
 

co
n

ti
n

u
es

 t
o

 
g

ro
w

.

+
H

2C
C

H
C
l

R
O

C
H

2
C

H
C

H
C

H
2

R
O

C
H

2
C

H

C
l

C
l

C
l

Te
rm

in
at

io
n

 
o

cc
u

rs
 w

h
en

, 
fo

r 
ex

am
p

le
, 

an
y 

tw
o

 
ra

d
ic

al
s 

re
ac

t 
w

it
h

 e
ac

h
 o

th
er

.

+
C

H
2

C
H

  O
R

R
O

C
H

2
O

R
C

H
C

H
C

H
2

R
O

C
H

2
C

H

C
l

C
l

C
l

C
l



14

Oxford Cambridge and RSA

Copyright Information

OCR is committed to seeking permission to reproduce all third-party content that it uses in its assessment 
materials.  OCR has attempted to identify and contact all copyright holders whose work is used in this paper.  To 
avoid the issue of disclosure of answer-related information to candidates, all copyright acknowledgements are 
reproduced in the OCR Copyright Acknowledgements Booklet.  This is produced for each series of examinations 
and is freely available to download from our public website (www.ocr.org.uk) after the live examination series.
If OCR has unwittingly failed to correctly acknowledge or clear any third-party content in this assessment material, 
OCR will be happy to correct its mistake at the earliest possible opportunity.
For queries or further information please contact the Copyright Team, First Floor, 9 Hills Road, Cambridge CB2 1GE.
OCR is part of the Cambridge Assessment Group; Cambridge Assessment is the brand name of University of 
Cambridge Local Examinations Syndicate (UCLES), which is itself a department of the University of Cambridge.

* 6 1 1 0 2 6 0 9 3 0 *


